
Property Test Method Value Unit 

Tensile Strength (warp/weft) ISO 13934-1:1999 

C.R.E.STRIP METHOD 

700 

600 

N/5cm 

Tearing Strength (warp/weft) ISO 13937-2:2000 

C.R.E. SINGLE TONGUE METHOD 

29 

30 

N 

Elongation (warp/weft) ISO 13934-1:1999 

C.R.E.STRIP METHOD 

20.5 

35.5 

% 

Adhesion Strength (warp/weft) ISO 2411:1991 C.R.E 65 

73 

N/5cm 

Resistance to cold Temperature 

Bending test 

DIN 53351 : 1973 

TEST CONDITION : -20℃, 400 CYCLE 

NO 

CHANGE 

NSBO-3012 TDS 
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